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A  :  Luas Penampang (mm²) 

ASTM  :  American Standard Testing and Material 

Al2O3 :  Alumina 

Bs  :  Kuat Patah (N/mm²) 

BSN  :  Badan Standardisasi Nasional 

b  :  Lebar benda uji (mm) 

CaCO3 :  Tepung Kapur 

CaO :  Kapur 

cm  :  Centimeter 

Fe2O3 :  Tepung Oxidbesi 

gr  :  Gram 

h  :  Tinggi benda uji (mm) 

IP  :  Indeks Plastisitas (%) 

ISO  :  Organisasi Nasional 

K2O :  Kalium Oksida 

k : Tetapan Statistic 

kg  :  Kilogram 

L  :  Jarak antara tumpuan (mm) 

LL  :  Batas Cair (%) 

maks  :  Maksimum 

MgO :  Magnesium 

min  :  Minimun 

mm  :  Milimeter 

MPa  :  Megapascal 

N  :  Newton 

Na2O :  Natrium Oksida 

No. :  Nomor 

P  :  Gaya pada puncak beban (N) 

Pl  :  Batas Plastis (%) 



xvii 

 

F  :  Beban Maksimum (N) 

SD : Standar Deviasi 

SiO2 :  Silika 

SII :  Standar Industril Indonesia 

SNI :  Standar Nasional Indonesia 

Wb  :  Berat jenuh setelah direndam (gr) 

Wk  :  Berat setelah dioven (gr) 

  : Kuat Tekan (N/mm²) 

%  :  Persen 

Ø :  Diameter 

o
C  :  Derajat Celcius 

±  :  Kurang atau Lebih 

 

 

 

 

 

 


